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Miisterinin ady/adresi
Customer name/adress

Dis Deney Talep Numarasi

Test request number of external Customer S 200

Numunenin adi ve tarifi

Name and idenitity of test item Sertlesmis betonda basing dayanimi deneyleri yapildi.

Numunene kabul tarihi )

The date of receipt of test item =

Aciklamalar . Numuneler, Mek Yap1 Endiistri Taahhiit ve Tic. Ltd. Sti. firmasina
Remarks " aittir. Isbu raporlar, firmaya verilmek iizere hazirlanmstir.

Deney Yapildig Tarih

Date of Test 18.03.2021

Raporun Sayfa Sayisi .3

Number of pages of the Report

Deney laboratuvart olarak faaliyet gosteren ISTON A.S, TURKAK 'tan AB-0064-T ile TS EN ISO/IEC 17025 standardina gére akredite edilmistir.
ISTON A.S. accredited by TURKAK under registration number AB-0064-T for TS EN ISO/IEC 17025 as test laboratory”

Tiirk Akreditasyon Kurumu(TURKAK) deney raporlarimin taninirhigi konusunda Avrupa Akreditasyon Birligi(EA) ile Cok Tarafli Anlagma ve
Uluslararas: Laboratuvar Akreditasyon Birligi(ILAC) ile karsilikli tanima anlagmas: imzalamistir.

Turkish Accreditation Agency (TURKAK) is a signatory to the European co-operation for Accreditation (EA) Multilateral Agreement (MLA) and to the
International Laboratory Accreditation Cooperation (ILAC) Mutual Recognition Arrangement (MRA) for the recognition of test reports”

Deney ve/veya dl¢iim sonuclari, genisletilmis 6lciim belirsizlikleri (olmasi halinde) ve deney metodlar: bu sertifikanin tamamlayici
kismi olan takip eden sayfalarda verilmistir.

The testing and/or measurement results, the uncertainties (if applicable) with confidence probability and test methods are given on the following

Hamit KURAL Emre ORTEMIZ
Avrupa Yakasi Kalite Kontrol Sefi Kalite ve AR-GE Miidiirii

This report shall not be reproduced other than in full except with the permission of the laboratory.
Testing reports without signature and seal are not valid. The tests indicated in the report (*) are the tests which are accredited by TURKAK.

Bu belge, giivenli elektronik imza ile imzalanmustir.

Belge Dogrulama Kodu : 9DYD-1L9T-8V5L Belge Dogrulama Adresi : https://ebyssorgu.iston.istanbul/
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SeLEafves
IDeneyi Talep Eden / Firma Adi 1 ‘1 SAYFA NO
o MEK YAPI ENDUSTRI TAAHHUT VE TiC. LTD. $TI. Page No 23
[ERoiE sls Haoaes! Gamiik Mah. Ikbal Cad. Keten Sokak No: 27/2 Umraniye/ ISTANBUL st NHHA 2100115
INUMUNENIN AIT OLDUGU YAP! / URON ELEMANIN RAPOR TARIHI
o trG < . KARISIM 1 SAHIT edoiony 29.03.2021
JKONTROLLOK / YAAPI MNE‘/HM FIRMAS! = ORETIM TA:LI:I 18.02.2021 AB-0064-T
IDENEYDE KULLANILAN STANDART / TALIMAT TS EN 12390-3, TS EN 12390-1, TS EN 12390-2, TS EN 12390-5, TS EN 123906, TS EN 12390-7- TLKGM.78 - TLKGM.107 - URETIM FIRMASI
Standard /Instruction Used TL KGM.28 - TL KGM.79 - TLKGM.38 - TLKGM.80 - TL KGM.37 -TL KGM.83-TL KGM.113 i e R (o NHHA2100115
NUMUNE ALMA TARIHI 18.02.2021 DENEY TARIHI 18.03.2021 BETON BILGILERI 03-21
INUMUNE TORO: BETON KOP REE T | [w] I DAYANIM SINIFI C3037  |HEDEF SUIGIMENTO 055
2 GEVRESEL ETKI SINIFI Xc3 BETON YOBUNLUK SINIFI NORMAL BETON
A 4 ()
r 8 .' KIVAM SINIFI s3 GIMENTO TiPI PG 425R
1 NUMUNEYI ALAN
i i KLOR IGERIGI SINIFI 1020 KIMYASAL KATKI TIP| HP 1084
; 9 Drmax 224mm  |MINERAL KATKI TIPI
MUSTAFA BORKLOCE
NUMUNE YUZEYLERI OLGUM NOKTALARI CEVRE SARTLARI (°C) 2 BETON SICAKLIGI(C) =
DENEY NUMUNES| LABORATUVAR TARAFINDAN ALINMISTIR DENEY | MUSTERI T GETIRILMISTIR a
*YAYILMA TABLASI DENEY]
(TS EN 12350-2) (TS EN 12350-5) DENEYDE KULLANILAN CIHAZLAR
OLCOM SONUCU (mm) 165 OLCUM SONUCU (mm) 7 GONLOK 28 GONLUK
D0zZGON Dastrme igleminin tamamianmasi ife yayiime
BETON COKME SEKLI iy oo mircstn soominersicmbar oy MAKINE ADI / KODU: KL717 KL717
DENEY STANDARTLARA GORE UYGUN YAPILDYAPILMADI YAPILDI BETON AYRISMA VAR/YOK TERAZI ADI / KODU: KL1075 KL1075
“TAZE BETON UK TAZE BETON HAVA
(TS EN 12350-6) (TS EN 12350-7) KUMPAS ADI / KODU KL863 Ki86e3
SENTIL ADI/ KODU KL871 KL871
SLCOM SONUCU (kg/m3)
6LCUM SONUCU (%) 22 DENEYI| YAPAN - MUSTAFA BORKLUCE
BETON SIKISTIRMA METODU TAZE BETON DENEYLERINDE KULLANILAN CIHAZLAR
DENEY STANDARTLARA GORE UYGUN SLUMP YAYILMA TAZE BETON BIRIM TAZE BETON HAVA ICERIGI ERIT
DENEY STANDARTLARA GORE UYGUN YAPILDYYAPILMAD YAPILDVYAPILMADI YAPILDI TAKM SETI AGIRLIK KABI DENEY CIHAZI TERAZI TERMOMETRE :ET'RE
KL 467 KL 281 KL 224 KL 992 KL 465 KL 820 KL 359
*SERTLESMIS BETON BASING DAYANIM DENEYI (TS EN 12350-3)
NUMUNE BOYUT OLGULERI NUMUNE BILGILERI BASING DAYANIMI DENEY SONUGLARI
KESIT NUMUNE | GORONDR | BASNG I yyuune | 7gonwok | Z2GUNLOK | o5 qonpok oRT. | NUMUNENIN
NUMUNE NO . AGIKLAMA / Remarks
XD (mm)|  Yo(mm)  |ZoHn (mm)|  ALANI N”":-"':ﬁ)""s' AGRUGI | YOSUNLUK | CATARMI | wiriLma BASING ey | BASING DAYANMI | - KIRM SEKLI
A (mm?) (@ (kg/m®) TARIFI YOKU (kN) | DAYANIMI (MPa) WPa) (MPa) (fci)
150 151 150 22650 28 7634 2247 18032021 | 7892 348 1
150 151 150 22650 28 7645 2250 18032021 | 7654 338 34,1 1
150 151 150 22650 28 7680 2255 18.03.2021 | 7644 87 1
DENEY STANDARTLARA GORE UYGUN YAPILDUYAPILMADI
FERAGAT BEYAN!
3 ;
m:::.mnl ‘ = Tatmin Edici
PE Olmayan
Kinm
SERTLESMIS BETON ORTALAMA 7 GUNLUK BASING DAYANIMI (MPa) (fom) SERTLESMIS BETON ORTALAMA 28 GONLUK BASING DAYANIMI (MPa) (fem) 34,1 UYGUNLUK DEGERLENDIRMES|
TAZE BETON SLAMP DENEYI| TAZE BETON YAYILMA DENEYI BASING DAYANIMI DENEY! TAZE BETON Ea M zIRLIK
OLCUM BELIRSIZLIGI s (Mpa) ey HAVA IGERIGI (%)
OLGUM BELIRSIZLIGI (%) 135 182 136 144
OLGUM BELIRSIZLIK DEGER| 05
BASING DAYANIM SINIFLARI BETONDA NITELIK DENETIM KRITERLERI
(TS 500) (N/mm’= Mpa) C 16120 © 2025 © 2530 C 3037 C 35045 C 4050 C 45/55 C 50/60 (TS EN 206:2013+A1/ TS 13515)
15x30 SILINDIR BASING DAYANIMI (fck,cy) 16 20 25 30 35 40 45 50 n adet deney sonucu ortalamasi (fem) Hi ji tek deney sonucu (fci)
10x20 SILINDIR BASING DAYANIMI (fck, cyl) 16 21 26 31 36 41 46 52
fem> fek + 1 fei2 fck — 4
15X15 KUP BASING DAYANIMI (fck,cube ) 20 25 30 37 45 50 55 60
10X10 KUP BASING DAYANIMI (fck,cube) 38 47 53 58 63

NOT: (*) Isaretii olan deney/deneyler akredite olunan

Deney laboratuvan olarak faaliyet gésteren ISTON A.$. TURKAK'tan AB-0064-T ile TS EN ISO/IEC 17025 standardina gére akredite edilmisti. ISTON Asmwmawmmwwmfunen
(olmasi halinde) ve deney metodiari bu raporda
‘olmadan

Deney velveya igom sonuglar,

genigletiimig Sigm
Bu rapor, yapilan numuneler igin gegeriidir. Laboratuvarin yazil zni

These reports are valid for the samples made. It can not be partially used, partiaily and / or completely

s

gostermektedi, () fhe tests / experiments which are marked indicate the accredited tests / experiments.

kismen kuillanilamaz,

reproduced
level of reliability is 95%.

‘without the written permission of the laboratory. The total
reports are invalid. The tests indicated in the reports (*) are the tests which are accredited by TURKAK.

is the extended

Unsigned
ISTON A §. HADIMKOY KALITE LABORATUVARI:Omerfi Mah. 75.Yil Cd. No:6 Amavutkdy / Istanbul Tel:02127715550 fax02124777390




i e ISTON A.S. HADIMKOY KALITE LABORATUVARI SERTLESMIS BETON |kob: re.xam.oa: 14
=T ! BASINC DAYANIMI DENEY RAPORU RV TARIA: 2.0.3008
SRRtV
[Deneyi Talep Eden / Firma Adi 1 SAYFA NO
Saalilen i MEK YAP| ENDUSTRI TAAHHUT VE TIC. LTD. $TI. el )
ot e Adrecs Gamiik Mah. Ikbal Cad. Keten Sokak No: 27/2 Umraniye/ ISTANBUL el NHHA 2100116
INUMUNENIN AIT OLDUGU YAP! / ORON ELEMANIN RAPOR TARIHI
| Rt Sl KARISIM 2 MEKADMIX PLUS i 20.03.2021
[KONTROLLOK / YAP! DENETIM FIRMASI URETIM TARIHI
|Buiding Inspection Autharity / Supervision = Production Date SBdZanan I S
[DENEYDE KULLANILAN STANDART / TALIMAT TS EN 12390-3, TS EN 12390-1, TS EN 12390-2, TS EN 12380-5, TS EN 12390-6, TS EN 12390-7- TLKGM.78 - TLKGM.107 - ORETIM FIRMASI
Standard / Instruction Used TLKGM.28 - TLKGM.79 - TLKGM.38 - TLKGM.80 - TLKGM.37 -TL KGM.83-TL KGM.113 el A8 (e NHHA 2100216
NUMUNE ALMA TARIHI 18.02.2021 DENEY TARIHI 18.03.2021 BETON BILGILERI 03-21
INUMUNE TORO: BETON KOP l I BETON SILINDIR l O I DAYANIM SINIFI C30/37 HEDEF SU/GIMENTO 055
GEVRESEL ETKI SINIFI xc3 BETON YOSUNLUK SINIFI NORMAL BETON
£ KIVAM SINIFI s3 GIMENTO TiPI PG 425R
NUMUNEYI ALAN
KLOR IGERIGI SINIFI 10,20 KIMYASAL KATKI TiPI HP 1064
oD Dmax 24mm  |MINERAL KATKI TPI
MUSTAFA BORKLUCE
NUMUNE YOZEYLERI OLGUM NOKTALARI GEVRE SARTLARI ('C) 20 BETON SICAKLIGI(C) 21
DENEY NUMUNES] LABORATUVAR TARAFINDAN ALINMISTIR (<] DENEY NUMUNESI MUSTERI TARAFINDAN GETIRILMISTIR O
*SLAMP *YAYILMA TABLASI DENEY]
(TS EN 12350-2) (TS EN 12350-5) DENEYDE KULLANILAN CIHAZLAR
OLCOM SONUCU (mm) 125 BLCOM SONUCU (mm) 7 GONLOK 28 GONLOK
DOZGON Dasdrme igleminin tamamianmas: ile yayiima =
BETON COKME SEKLI e Pz gyt MAKINE ADI / KODU KL717 KL717
DENEY STANDARTLARA GORE UYGUN YAPILDUYAPILMAD YAPILDI BETON AYRISMA VAR/YOK TERAZI ADI / KODU: KL1075 KL1075
“TAZE BETON YOGUNLUK TAZE BETON HAVA
(TS EN 12950.6) (TS EN 12350.7) KUMPAS ADI / KODU : KL863 KLB63
SENTIL ADI/ KODU : KL871 KL871
BLCUM SONUCU (kg/m3)
OLCUM SONUCU (%) 29 DENEY| YAPAN - MUSTAFA BORKLUCE
BETON SIKISTIRMA METODU TAZE BETON DENEYLERINDE KULLANILAN CIHAZLAR
DENEY STANDARTLARA GORE UYGUN YAPILDIYAPILMAD! SN AT S0RE Wt YAPILDI - i e zw TERAZI TERMOMETRE jé:nne
KL 467 KL 281 KL 224 KL 992 KL 465 KL 820 KL 359
*SERTLESMIS BETON BASING DAYANIM DENEYI (TS EN 12350-3)
NUMUNE BOYUT OLGULERI NUMUNE BILGILERI BASING DAYANIMI DENEY SONUGLARI
KESIT GOROUNUR | BASING 3 28 GUNLUK 0 NUMUNENIN
NUMUNE NO NUMUNE NUMUNE | 7 GONLOK 28 GUNLUK ORT. ACIKLAMA / Remark:
XDy (mm)| Yo (mm)  |Z/H, (mm)|  ALANI "”"'t{:ﬁ)‘“‘s‘ ASRUGI | YOSUNLUK | CAYANMI | irima BASING Ny | BASING DAYANIMI | - KIRIM SEKLI ¢ s
. Leii :
A, (mm?) (@ (kg/m®) TARIHI | YOKU (kN) | DAYANIMI (MPa) MP) (MPa) (fci)
150 151 150 22650 28 7612 2240 18.03.2021 |  859,0 379 1
150 151 150 22650 28 7637 2248 18.03.2021 | 8908 393 377 1
150 151 150 22650 28 7640 2249 18.03.2021 | 8139 35,9 1
DENEY STANDARTLARA GORE UYGUN YAPILDUYAPILMADI
FERAGAT BEYANI
P ¢
KIRIM |
~ Tatmin Edici
|isexiLLeri W o
Kinm
SERTLESMIS BETON ORTALAMA 7 GUNLUK BASING DAYANIMI (MPa) (fom) l SERTLESMI$ BETON ORTALAMA 28 GUNLUK BASING DAYANIMI (MPa) (ferm) l 3377 UYGUNLUK DEGERLENDIRMESI
TAZE BETON SLAMP DENEY| ‘TAZE BETON YAYILMA DENEYI| BASING DAYANIMI DENEY! TAZE BETON ERIM leLIK
OLCOM BELIRSIZLIGI (mm) by (Mpa) 5 HAVA ICERIGI (%)
OLGCOM BELIRSIZLIGI (%) 135 182 138 144
OLCOM BELIRSIZLIK DEGERI 05
BASING DAYANIM SINIFLARI BETONDA NITELIK DENETIM KRITERLERI
TS 500) (N/mm?= Mpa) C 16720 C 2025 C 25030 30137 C 35/45 C 40150 C 45155 C 5080 (TS EN 206:2013+A1/ TS ﬂﬁ)
15x30 SILINDIR BASING DAYANIMI (fck, cyl) 16 20 25 30 35 40 45 50 n adet deney sonucu ortalamasi (fom) H j tek deney sonucu (fci)
10x20 SILINDIR BASING DAYANIMI (fck,cyl) 18 21 26 31 ) 41 46 52 S
Ci2 JCK —
15X 15 KOP BASING DAYANIMI (fck,cube ) 20 25 30 37 45 50 55 60 fem2 fck +1 feiz f
10X10 KUP BASING DAYANIMI (fck,cube) 21 26 32 39 47 53 58 63
Sefi
atory

NOT: (*) Isareti olan deney/deneyler akredite olunan deney/deneyleri gostermektedir. (¢ tests / experiments which are marked indicate the accredited tests / experiments.

Deney laboratuvan olarak faaliyet gosteren ISTON A §. TURKAKYan AB-0064-T ile TS EN ISO/IEC 17025 standardina gére akredite edilmistir. [STON A.$ accredited by TURKAK under registration number AB-0064-T for TS EN ISO/IEG] 17025 as test laboratory.

Deney ve/veya digim sonuglar, genigietiimis SicOm beiirsiziiler (oimas! halinde) ve deney metodiari bu raporda verilmistir. The testing and/or measurement resuts, the uncertainties (if appiicable) with confidence probability and test are given on this report.

Bu rapor, yapilan numuneler icin gecerlidir. Laboratuvarin yazil izni olmadan kismen kullanilamaz, kismen ve/veya tamamen gogattiamaz. Deneylerin toplam belirsiziigi genisletiimis belirsiziik olup, standart belirsiziikten kapsam fakiorQ If2 kullanilarak eide ediimigtir.
Gaveniliriik i

These reports are valid for the samples made. It can not be partially used, partially and / or completely reproduced without the written permission of the laboratory. The total c is the extended which is obtained from the uncertainty using the coverage factor k = 2. The
leve! of reliability is 95%. UMM"WT}IMMMMM(‘)““ which are accredited by TURKAK.
ISTON A.§. HADIMKOY KALITE LABORATUVARI:Omerfi Mah. 75.Yil Cd. No:6 Amavutkdy / Istanbul Tel:02127715550 fax:02124777390
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